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Experimental measurements of coplanar waveguide circuits atop thin films of

ferroelectric BaxSrvxTiO3 (BST) were made as a function bias from 0 to 200 V and

frequency from 0.045 to 20 GHz. The resulting phase shifts are compared with method

of moments electromagnetic simulations and a conformal mapping analysis to determine
the dielectric constant of the BST films. Based on the correlation between the

experimental and the modeled data, an analysis of the extent to which the electromagnetic

simulators provide reliable values for the dielectric constant of the ferroelectrie in these

structures has been performed. In addition, to determine how well the modeled data

compare with experimental data, the dielectric constant values were also compared to low

frequency measurements of interdigitated capacitor circuits on the same films. Results of

these comparisons will be presented.

Ferroelectric materials, such as BaxSrl._TiO3 (BST), have nonlinear dielectric constants

which can be tuned by an externally applied electric field even at temperatures above the

ferroelectric phase. Because of this property, the use of ferroelectric thin films in tunable

microwave components such as phase shifters, tunable filters and local oscillators, among others,

has been a subject of study during the last decade. [ 1-4] In order to fully exploit the potential of

ferroeleetrie thin films for optimal microwave circuits, it is necessary to have accurate

measurements and modeling of the thin film ferroelectric's dielectric constant (_) and its loss

tangent (tanr) as a function of applied bias and frequency. Our circuit was designed as a

compact, simple, probe-able, device in order to characterize films in a configuration useful as

high frequency phase shifiers and compare the results with other tunable structures on the same

film. The experimental structure is also useful in comparing the results of different algorithms to
determine the dielectric constant from the scattering (S)-parameter measurements. The

ferroelectrie based eoplanar waveguide (CPW) structure is shown in Figure 1. The CPW's

metallization consists of an adhesion layer of 15 nm chrome (Cr) followed by 1.8 pm of silver

(Ag) capped with 50 nm of gold (Au). The Ba_Sr_._TiO3 (BST) thin films with a Ba:Sr cation

ratios of 60:40 and 40:60 were deposited using pulsed laser ablation on MgO substrates. The

BST films used in these devices have been fully described in previous publications.[1]

Patterning of the CPW structure on this film was performed using standard photolithography and

chemical etching techniques. The outer sections where the BST has been etched away (i.e.,

sections of length x in Figure 1) serve as impedance transformers in order to reduce mismatch

loss.



J

Metallization

_Y w , _ _(I.81_mAg)
__

_*_,,, Ferroelectric

(Ba_Sr__,TiO_)

__ _ Dielectric
"_r__-__'_ (MgO)

b)

The inner section (of length 1) contains the

ferroelectric. The outer sections are 50 ff_ to 30 _ impedance transformers. This CPW has the

following dimensions (in l.tm): L=8000, w_=130, w=100,1=4000, s=20, s_=20, x=2000, and

y=298, b.) Side-view of the inner section.

Using Sonnet em® [5], a commercial dectromagnetic simulation software package, the
CPW structure was modeled from 0.045 GHz to 20 GHz for various film dielectric constants and

thicknesses. The film dielectric constant can be most easily determined by matching of the

simulated and measured total transmission phase shift through the structure. The simulated phase

shifts as a function of frequency for a range of dielectric constants and a BST thickness of 360

nm are shown in Figure 2(a). At any given frequency, the amount of relative phase shift

increases as the dielectric constant increases. The slope of the phase shifts as a function of

s,(BST) at several film thicknesses are shown in Figure 2(b). The performance of the CPW was

tested with several different applied de voltage biases ranging from 0 V to 200 V. DC bias was
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Figure 2(a). Sonnet Simulated total phase shift versus frequency for a CPW with 360 nm BST on

MgO. (b) The slope of the total phase shift vs. _BST) for several thicknesses.
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Figure 3. Total experimental phase shitt versus frequency for a CPW on (a) 1200 nm and (b)

360 nm thick BST 60:40 on a MgO substrate taken at 300 K.

applied through the sample using bias tees. Since these home made high voltage bias tees

operate within a limited frequency range, de-biased data was only collected between 13.6 GHz

and 20 GHz. The experimental phase shi_s are shown in Figure 3. One test at 0 V without the

bias tees shows the measured phase shitt for frequencies down to 500 MHz.

Doubts exist as to the accuracy of the Sonnet simulations using these very high dielectric

constant materials. The simple CPW circuit tested here is conducive to using this sort of planar

2D+ simulation since the de biasing should cause the BST to tune uniformly throughout the

circuit. Another analysis to which we can compare is a static eonformal mapping calculation

done by Carlsson and Gevorgian.[6] A comparison of data obtained using our model and that of

Gevorgian is shown in Figure 4. The discrepancy between the two could arise from the fact that
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Figure 4. Comparison of our method of moments model with Gevorgian's eonformal mapping
method for a CPW transmission line with 360 nm of BST.
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the conformal mapping does not take frequency into account (i.e., assumes zero frequency). Our

software package cannot de-embed results at zero frequency, so results are shown at three

different frequencies. Note that the agreement between the two models is better for frequencies

below 1 GHz and for e, < 1500. A second method of moments electromagnetic simulator,

Zeland's IE3D,[7] tested at a BST thickness of 360 nm and e,<Bsa3=1000, yielded a value of ear

on average 10% lower than the Sonnet value in a frequency range from 2 to 20 GHz.

Using the Sonnet calculations, the deconvolved er of four BST thin films as a function of

applied voltage is shown in Figure 5. These values were calculated using the data from 13.6 to

20 GHz (shown for 2 films in Figure 3). If one applied the eonformal mapping formulas to the

data, the resulting e_ values would lie roughly 15% lower at E=0. Judging from the single BST

thickness and e, value tested, IE3D-deconvolved values would lie approximately 10% higher

than the curves in Figure 5.
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Figure 5. The dielectric constant of four BST films as determined by CPW measurements from
13.6 to 20 GHz and Sonnet em calculations.

We can also compare this method of deriving the dielectric constant to values derived

from interdigital capacitor measurements. For this comparison we fabricated 50 finger

interdigital capacitors with 50 fingers of length 0.69 cm with finger widths of 22 Bm and gaps of

18 Ixm on the same BST films that were analyzed in Figure 5. The capacitances of these

structures were measured with a HP 4192A LF Impedance Analyzer at frequencies up to 13

MHz. The capacitance was transformed to er using another conformal analysis calculation [8]

with additional corrections from Ref [9]. Figure 6 shows a comparison ore, of 360 nm BST

60:40 film as derived from interdigital capacitor and s-parameter measurements using Sonnet.

While polycrystalline low-tuning films on metallic electrodes are generally found to have

fi-equeney independent e, up to at least 20 GHz[ 10], higher crystalline quality high-tuning films

of SrTiO3 have been found to have _ values which drop with frequency, particularly near To.[ 11 ]

A recent study by Booth, Vale and Ono [12] (of which we just became aware) of thin film

crystalline Bao.sSr0.sTiO3 also found er to drop in frequency in a similar fashion. Readers should

also be cautioned that the crystal orientation may be important to these e, measurements. Parallel

plate structures tend to measure the dielectric constant along the polar axis, ec, while interdigital
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and CPW measurements probe fields aligned to the perpendicular axis, ca. In thin BST films, ec

may be significantly lower than ca, as is found in bulk crystalline BaTiO3.[ 13] Analysis of near

field microwave microscope data of BST thin films also point to this conclusion.[14]

Loss tangent analysis of our films have somewhat greater uncertainties, in part due to

uncertainty in the metal conductivity, but seem to show that these films have tan5 values of

roughly 0.02 near 1 GHz which grow to about 0.08 at 17 GHz. Application of an electric field of

10 W_m reduces these values to about 0.005 at 1 GHz and 0.02 at 17 GHz.
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Figure 6. A comparison ofe_ of 360 nm BST 60:40 film as derived from interdigital capacitor

and s-parameter measurements using Sonnet.

In conclusion, we have analyzed small probe-able CPW circuits to characterize the

dielectric constant of ferroelectric thin films. We have correlated the experimental phase shifts

at different applied voltage biases to the electromagnetic simulations with varying dielectric

constant layers. Sonnet's em and Zeland's IE3D simulation of these CPW circuits have been

found to be in reasonable agreement with low frequency interdigital capacitor measurements.

Conformal mapping analyses were found to predict lower thin film BST dielectric constant

values than method of moments calculations particularly at high er (>1500) values.

Discrepancies between em simulations and conformal mapping increased with frequency. A

highly crystalline BST 60:40 film of thickness 1.2 _m was found to have dielectric constants as

high as 2200 and a tenability of 80% at 10 V/p.m at frequencies up to 20 GHz.

References:

1. C.M. Carlson, T. V. Rivkin, P. A. Parilla, J. D. Perkins, D. S. Ginley, A. B. Kozyrev, V. N.

Oshadchy, and A. S. Pavlov, "Large dielectric constant (s/eo>6000) Bao.4Sr0.6TiO3 thin films

for high-performance phase shif'_ers," Appl. Phys. Lett., 76, pp1920-1922, Apr 2000. C.M.

Carlson, T. V. Rivkin, P. A. Parilla, J. D. Perkins, D. S. Ginley, A. B. Kozyrev, V. N.

Oshadchy, and A. S. Pavlov, A Golovkov, M. Sugak, D. Kalinikos, L.C. Sengupta, L. Chiu,

X. Zhang, Y. Shu, and S. Sengupta, "30 GHz Electronically Steerable Antennas Using

BaxSr_.,,TiO3-Based Room-Temperature Phase Shifters", Mat. Res. Soc. Syrup. Proc., 603, pp

15-25, (2000).



.

.

.

.

.

.

8.

11.

12.

E.K. Erker, A.S. Nagra, Y. Liu, P. Periaswamy, T.R. Taylor, J. Speck, and R.A. York,

"Monolithic Ka-Band Phase Shifter Using Voltage Tunable BaSrTiO3 Parallel Plate

Capacitors', IEEE Microwave and Guided Wave Letters, 10, 10 (2000).

G. Subramanyam, F.W. Van Keuls, and F.A. Miranda, 'A K-Band Frequency Agile

Microstrip Bandpass Filter Using a Thin-Film HTS/Ferroelectric/Dielectrie Multilayer

Configuration', IEEE Transactions on Microwave Theory and Techniques, 48, 525 (2000).

F.W. Van Keuls, C.H. Mueller, F.A. Miranda, R.R. Romanofsky, J.S. Horwitz, W. Chang,

and W.J. Kim, 'Thin Film BaxSr_.xTiO3 Ku- and K-Band Phase Shifters Grown on MgO

Substrates', Integrated Ferroelectrics, 28, 49-61, (2000).

Sonnet Suite, Sonnet Sottware Inc., 1020 Seventh North Street, Suite 210, Liverpool, NY

13088.

E. Carlsson and S. Gevorgian, "Conformai mapping of the field and charge distribution in

multilayered substrate CPW's," IEEE Trans. Microwave Theory Tech., 47, pp 1544-1552,

Aug 1999.

IE3D, Zeland Software Inc., 39120 Argonaut Way, Fremont, CA 94538.

S. Gevorgian, T. Martinsson, P.L.J. Linn6r, and E.L. Kollberg, 'CAD Models for

Multilayered Substrate Interdigital Capacitors', 1EEE Trans. on Micr. Theory and Tech., 44,

896 (1996).

Yongming Zhang (private communication).

J.D. Baniecki, R.B. Laibowitz, TM. Shaw, P.R. Duneombe, D.A. Neumayer, D.E. Kotecki,

H. Shen, and Q.Y. Ma, 'Dielectric Relaxation of Bao.7Sr0.aTiOa thin films from 1 mHz to 20

GHz,' Appl. Phys. Lett., 72, 498 (1998).

M.J. Dalberth, R.E. Stauber, J.C. Price, C.T. Rogers, and D. Gait, 'Improved low frequency

and microwave dielectric response in strontium titanate films grown by laser ablation', Appl.

Phys. Lett., 72, 507 (1998).

J.C. Booth, L.R. Vale, and R.H. Ono, "Broadband Determination of Microwave Permittiviiy

and Loss in Tunable Dielectric Thin Film Materials", Mat. Res. Soc. Syrup. Proc., 603, pp

253-264, (2000).

13. B.A. Strukov and A.P. Levanyuk, "Ferroelectric Phenomena in Crystals', Springer, p. 21

(1998).
14. D. E. Steinhauer, C. P. Vlahacos, F. C. Wellstood, S. M. Anlage, C. Canedy, R. Ramesh, A.

Stanishevsky, and J. Melngailis, "Imaging of microwave permittivity, tunability, and damage

recovery in (Ba, Sr)TiO3 thin films,"Appl. Phys. Lett., 75, pp 3180-3182, Nov. 1999.


